
产品质量证明书 
INSPECTION CERTIFICATE

订货单位：
CUSTOMER:

产品名称：
PRODUCT: MONEL K500 SOLID BAR 证书号：

CERTIFICATE NO.: STLTB20230527-01

收货单位：
PURCHASER:

交货状态：
DELIVERY STATE:

锻造圆棒
FORGED SOLID BAR

签发日期：
DATE OF ISSUE: 2023/5/27

标准：
SPECIFICATION

:

ASTM   B865 熔炼方式
Melting Process

真空感应+电渣重溶
(VIM+ESR)

合同号：
CONTRACT NO.:

序

号

NO.

炉号

HEAT NO.
钢种

GRADE

尺寸及重量

SIZE&WEIGHT
化学成分(%)

CHEMICAL COMPOSITION (%)
宏观检验

MACROSTRUCTURE EXAM.
拉伸试验

TENSILE TEST
微观检验

MICRO-EXAM 硬度 晶粒度 放射性

 规格 支数 重量 C Si Mn S Ni Al Ti Cu Fe 尺寸、外形、表面 横低倍
屈服

Y.S.
抗拉

TS.
延伸

EL
面缩

RA

NON-
METAILIC

INCLUSION

HARD
NESS

GRAIN
SIZE

RADIOA
CT

   IVITY

SIZE
（mm) PCS N.W

(kg) ≤0.18 ≤0.50 ≤1.50 ≤0.010 ≥63.0 2.30-
3.15

0.35-
0.85

27.0-
33.0 ≤2.0

DIMENSIONS/CO
NTOURSURFACE

QUALITY

MACRO-
ETCHING MPa MPa % % A/B/C/D HB No.

结果

RESUL
T

1 21FG862 K500 φ200*5400 1 1349 0.086 0.045 0.510 0.001 65.800 2.780 0.610 29.530 0.450 合格 / / / / / / / / 未检出

N.D
2 以下空白

3

4

5

6

合计TOTAL 1349

备注：
REMARKS:

1、本质量证明书无产品质量检验专用章无效，复印件无效。

THIS QUALITY CERTIFICATE HAS NO SPECIAL CHAPTER FOR PRODUCT QUALITY INSPECTION,AND THE COPY IS INVALID.
2、本产品需检验后使用，如对本产品质量有异议，请自提货十日内书面提出，并保留实物、标牌及有效产品质量证明书。

THIS PRODUCT NEEDS TO BE USED AFTER INSPECTION. IF THERE IS ANY OBJECTION TO THE QUALITY OF THIS PRODUCT,PLEASE SUBMIT IT IN WRITING WITHIN I0 DAYS FRO THE 
DELIVERY,AND KEEP THE PHYSICAL OBJECT, LABEL, AND VALID PRODUCT QUALITY CERTIFICATE.

注释：
NOTES:

屈服-屈服强度YS=YIELD STRENGTH,抗拉-抗拉强度TS=TENSILE STRENGTH,延伸-延伸率EL=ELONGATION,面缩-断面收缩率RA=REDUCTION OF AREA,横低倍检测包括:一集球，(6h

(GRADE)中心疏松(级)CENTR POROSITY(GRADE)锭型偏析(级)PATTERN SEGREGATION(GRADE).

会验者：
SURVEYOR:

本产品已按上述要求进行制造和检验，其结果符合要求，特此证明。

WE HEREBY CERTIFY THAT MATERIAL DESCRIBED HEREIN HAS MANUFACTURED AND TESTED WITH SATISFACTORY RESULTS IN

ACCORDANCE WITH THE REQUIREMENTS OF THE ABOVE MATERIAL SPECIFICATION.

质量负责人：

QUALITY MANAGER

质保部门盖章  Quality Assurance Department Seal


